HOOVER TREATED WOOD PRODUCTS, INC

FOR ADDITIONAL INFORMATION: www.frtw.com or 1-800-TEC-WOOD (832-9663)

FINISHING GUIDELINES
PYRO-GUARD" Interior Fire-Retardant-Treated Wood

Hoover'sPYRO-GUARD? pressure impregnated fire-retardant-treated veaocbe finished or glued with good
results. The treatment is waterborne and contangetroleum or organic solvents and does not kieed
properly applied finishes. Precautions and proeesifor finishing or gluing treated wood are simtiathose for
untreated wood. As with untreated wood, finish addesive performance is highly dependent on mmistu
content, species, surface preparation, applicatiethod, and following the finish or adhesive mantifeers’
recommendations.

MOISTURE CONTENT

Moisture content (MC) of any wood product is aicat factor in determining the effectiveness of wdimishes
and adhesives, whether treated or untreated. [i3M@o high, poor finish or adhesive performancikily.
Consult with finish or adhesive manufacturer teed®ine application parameters.

Even thougtPYRO-GUARD lumber and plywood is always kiln dried after treant (KDAT), additional drying
time may be necessary for freshly installed woamtipct to have a uniformly low enough MC to mesidh or
adhesive manufacturers application recommendatidfee example, untreated plywood is manufactuted a
approximately 6-8% MC compared to treated plywdwat's KDAT to 15% MC. It is suggested that the HYA
system should be operational, and the wood alldeedjuilibrate before application of adhesive arsfiies.

SPECIES

Some species of wood are naturally high in tanmiggins or other extractives that may cause brtamor other
discolorations through paint film. This is usuadlgsociated with factors such as type of wood andélied
issues. See manufacturers’ recommendations forauetiand appropriate finish products.

SURFACE PREPARATION

Surface preparation is extremely important. Initaltlto being thoroughly dry, the surface mustiee of surface
deposits, dirt, pitch, dust, mildew or other matksti Sanding, cleaning, scraping, brushing orngphay be
necessary to clean the surface. Avoid washingessore washing because it re-wets the wood.

TESTING OF ADHESIVESOR FINISHES

Due to the infinite variety of finish and adhespreducts, weather conditions, building exposuresage
conditions and construction techniques, Hoover feee®Vood Products, Inc. cannot make detailed
recommendations for finishing or, use of adhesorespecific manufacturers products for use witlprsducts.
Hoover Treated Wood Products, Inc. accepts ndlitialiith regards to the finishing or use of adives with its
products.

IT IS THE USER’S RESPONSIBILITY TO TEST THE DESIREADHESIVE or FINISHING SYSTEM ON
SAMPLE MATERIAL AND EXPOSURE TO ACTUAL USE CONDITI®IS TO DETERMINE IF THE
DESIRED EFFECT CAN BE OBTAINED.

For exterior fire retardant treated wood, see “Guidsifor FinishingExterior Fire-X“.”



